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ABSTRACT: U.S. sewage sludges were analyzed for 58 regulated
and nonregulated elements by ICP-MS and electron microscopy

to explore opportunities for removal and recovery. Sludge/water L Wastawatar

s g 5 g g 3+
distribution coefficients (Kp, L/kg dry weight) spanned S orders @ " \pd Trsatimant Plant
of magnitude, indicating significant metal accumulation in Ag'Ag  zpz+ —

Sewershed

biosolids. Rare-earth elements and minor metals (Y, La, Ce, Pr,
Nd, Sm, Eu, Gd, Tb, Dy, Ho, Er, Tm, Yb, Lu) detected in sludges
showed enrichment factors (EFs) near unity, suggesting dust or . .
soils as likely dominant sources. In contrast, most platinum group Biosolids

elements (i.e, Ru, Rh, Pd, Pt) showed high EF and Kj, values, ¢ $or TOXiC)

indicating anthropogenic sources. Numerous metallic and metal

oxide colloids (<100—500 nm diameter) were detected; the morphology of abundant aggregates of primary particles measuring
<100 nm provided clues to their origin. For a community of 1 million people, metals in biosolids were valued at up to US$13
million annually. A model incorporating a parameter (Kp X EF X $Value) to capture the relative potential for economic value from
biosolids revealed the identity of the 13 most lucrative elements (Ag, Cu, Au, P, Fe, Pd, Mn, Zn, Ir, Al, Cd, Ti, Ga, and Cr) with a
combined value of US $280/ton of sludge.

B INTRODUCTION commissioning of new plants and upgrades to existing
facilities.” Approximately 60% of the sewage sludge in the
U.S. are land applied (grassland, forests, agricultural crop land),
22% are incinerated and the remainder are landfilled.* Recent
information also shows the presence of both regulated and
nonregulated organic substances in biosolids and tools
developed to estimate their accumulation.”” Heavy metals
(Cu, Cd, Zn, Ag) and some trace organics (pesticides,
herbicides, surfactants, sterols, perfluoroalkyl substances,
pharmaceuticals, and personal care products) are well removed
from the liquid-phase during biological wastewater treatment
through association with biomass, which is processed into
biosolids,'*™"” while the remaining fraction is present in

Nationally, 16 024 wastewater treatment plants (WWTPs) were
identified in 1996, and these facilities provided service to 190
million people, representing 73% of the total population (258
million); this number was expected to increase to 90% of the
U.S. population by 2016 as communities install sewers and as
population increases in urban areas.’ Bacterial-based biological
treatment processes purify the wastewater by producing
biomass and transforming nutrients in wastewater as the
bacteria grow. Biomass produced at WWTPs comprise active
bacteria, inert or residual biomass, extracellular polymeric
substances, protozoa and other higher life forms, mineral
precipitates and influent refractory solids.” This biomass is
separated, during primary and secondary wastewater treatment,
from purified wastewater. The separated biomass, also referred
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WWTP effluent discharged to rivers or lakes."*™>' There is
recent evidence that engineered nanomaterials may accumulate
in biosolids and be taken up by plants from soils amended with
biosolids.”* >

Many metals are toxic to aquatic organisms and are regulated
in WWTP discharges and biosolids.”' *° Several monitoring
programs document the levels of regulated, toxic metals (As,
Cd, Cu, Pb, Hg, Mo, Ni, Se, Zn) in biosolids,”*”** but few
comprehensive studies exist on a broader range of unregulated
metals in biosolids or their physical-chemical form (e.g, ionic
versus particulate or colloidal forms). This paper aims to fill
existing knowledge gaps for nonregulated metals in biomass
and biosolids.

There has long been interest in recovering elements from
WWTPs, as both a move toward sustainable use of resources
and to offset the cost of wastewater treatment.’”~*" Potentially,
a large benefit of land applying biosolids is to add bioavailable
nutrients (nitrogen and phosphorus) and organic matter to
soils.*” However, long-term application of biosolids containing
metals can affect the productivity of soils.”*~*’ Most attention
of resource recovery has been on improved phosphorus
removal/extraction, and in particular using struvite-based
precipitation processes during anaerobic treatment of sewage
sludge.”* > Other strategies and technologies to recover metals
from biosolids include pyrolysis, electrolysis, biobleaching or
other means of lysing cellular matter to release ionic forms of
metals, which can be separated using chemical precipitation,
membranes, or other means.”*™>* Recovery of metals directly
from wastewater, and not only biosolids, has also been
suggested for dual benefits of reduced pollutant loading and
creating potential economic value.””*” Gold recovery from
WWTPs may prove to have economic value, as upward of 360
tons of gold worldwide may be accumulating annually in
biosolids.®"** Several platinum group elements (Pt, Pd, Rh, Ru,
Ir, Os) were present in biosolids in the United Kingdom,
including over 600 ppb of Pt and Pd, which were suggested to
be from automobile catalysts that drained from roadways into
sewers.”” In order to recognize the economic value of
recovering metals from biosolids, additional information is
needed on their occurrence in biosolids and physical form (e.g.,
ionic versus particulate).

The goals of this paper are to provide quantitative data on
(1) distribution of metals between water and biomass phases
during activated sludge treatment; (2) presence of regulated
and nonregulated metals in previously prepared mega-
composites of wastewater biosolids from across the U.S.; (3)
electron microscopy characterization of colloidal metallic
present in biosolids; and (4) potential economic value of
metals in biosolids. To address these goals, liquid and biomass
samples were collected in 2013 from activated sludge WWTPs
in central Arizona, analyzed for a broad spectrum of elements,
and used to compute distribution coeflicients for each element
between liquid phase (settled supernatant) and return activated
sludge (RAS) biomass phases. The U.S. EPA performed
national sewage sludge surveys in 1989, 2001 and 2006/7. After
completion of the 2001 survey, unused samples were released
to a nationwide repository of biosolids samples. Mega-
composite samples from this nationwide study were charac-
terized after digestion and analysis by inductively coupled
plasma mass spectrometry (ICP-MS) for a broad range of 58
elements, including 30 that have not been previously measured
on similar composite samples.*>** To our knowledge this is the
most intensive characterization of the size, morphology, and
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inorganic elemental composition of biosolids that were
analyzed by scanning electron microscopy (SEM) with energy
dispersive X-ray spectroscopy (EDX). Based upon the
elemental composition in finished biosolids, an economic
analysis was performed using recent market values of purified
elemental prices to assess the maximum value that could be
recognized from recovering these elements, and the potential
value was compared against the current costs of treating
biosolids to prepare them for ultimate disposal using current
strategies (land application, incineration, landfilling).

B MATERIALS AND METHODS

Sample Description. Biosolids samples were obtained
from the National Biosolids Repository, maintained at Arizona
State University by Halden’s research group.”> Complete details
on the EPA biosolids composite samples collection methods
and other characterization are provided elsewhere'*'>'” and in
the Supporting Information (SI). Briefly, biosolids samples with
1-30% solid contents were obtained from 94 wastewater
treatment plants in 32 states and the District of Columbia for
the 2001 National Sewage Sludge Survey (NSSS). Sampling
locations were selected by the U.S. EPA to reflect a
representative estimate of the occurrence of chemical
contaminants in sewage sludge that are disposed of primarily
by land application.

Additional samples were collected in 2013 from two activated
sludge WWTPs in central Arizona, both of which achieve
partial denitrification. Sample locations included settled primary
supernatant, RAS biomass, and secondary settled supernatant;
for one plant that processes biomass into biosolids on-site,
additional samples across anaerobic digestion and dewatering
processes were also collected (see SI Figure S-4). Total
suspended solids (TSS) was determined following the standard
methods for water and wastewater analysis.”’ Sludge-water
distribution coefficients (Kp,) values (L/kg dry weight), which
could also be considered liquid-to-solid ratios, were calculated
by dividing the element content in the return activated sludge
biomass (ug/kg dry weight) by the element content of the
nonfiltered secondary effluent (ug/L).

Sample Digestion and Element Analysis. Using nitric
acid and hydrogen peroxide, samples were microwave digested
in Teflon vials, followed by additional digestion steps until all
solids were clear and free of precipitates. Samples were analyzed
by quadrupole ICP-MS (ThermoFisher Scientific iCAP Q, with
CCT option). The instrument passed the mass calibration,
cross calibration and daily performance reports for sensitivity,
stability, oxide production ratio and doubly charged production
ratio prior to sample measurement. Complete description of
digestion, vial cleaning procedures, ICP analysis and quality
control used are in SL

Electron Microscopy Analysis. Biosolids were dried and
ground into powder with a mortar and pestle. 0.5 g of each
sample was suspended in 5 mL of DI water and sonicated in a
water bath for 1 h. 0.5 mL of solution were diluted with 25 mL
of methanol (99.8%, ACS grade, VWR International) and then
one or two drops of the resultant suspension were dripped on
carbon tape on an aluminum stub or TEM copper grid (Ted
Pella Inc, California). Samples were air-dried at room
temperature (22 °C) before analysis. Scanning electron
microscopy equipped with an energy dispersive X-ray micro-
analysis system (SEM/EDX) (FEG ESEM Philips XL30 with
EDAX system) was used to locate and characterize metallic
particles in biosolids. High-resolution transmission electron
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Figure 1. Elemental concentrations in biomass (return activated sludge) for two Arizona WWTPs. Some elements were below detection limits in
WWTP#1 (no bars shown), and other elements (Se, Rh, Te, Tb, Tm, Lu, Pt) were not detected above detection limits in either biomass samples.
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Figure 2. Distribution coefficients (Log Kp) for elements detected in both biomass and settled supernatants at two Arizona WWTPs.

microscopy (HR-TEM) coupled with energy dispersive X-ray the biomass, which is consistent with the elemental
spectroscopy (EDX) (Philips CM200 FEG HR-TEM/STEM) composition of cellular material.>”

Figure 2 shows the range of sludge-water distribution
coefficients (Kp) for metals across the biological treatment
process (activated sludge) in both samples. A few liquid effluent
samples had metal concentrations below the detection limit; Kp,
values were not calculated for these metals. Kj, values span a

was used to characterize the colloids visually and determine the
chemical composition of the samples.

B RESULTS AND DISCUSSION

Distribution of Metals from Sewage into Activated range greater than 5 orders of magnitude, with K, values above
Sludge Biomass. Liquid and biomass samples were collected unity indicating a preference for the biomass phase over the
from multiple locations across two WWTPs (see SI Figure S-4). liquid phase. High Kp values measured in this study

demonstrate a strong affinity for a wide range of metals toward
biomass. Even metals (e.g, V, W) that commonly occur as
anionic oxo-anions accumulate in biosolids. Metals with very
low solubility solids (e.g, Ti, Au, Pd) also exhibit high K
values. Traditionally, distribution coefficient (Kp), isotherm
. ; _ (Freundlich, Langmuir) or multisurface (diffuse layer) models
magnitude from ~10" ug/kg dry wt. (10 g/kg) for the major for free and organically complexed metals (Cd, Cu, Zn) have

Tabular data for concentrations of all elements at multiple
locations with these two facilities are summarized in SI (Table
S-1). RAS solids concentration was 5.43 and 5.04 ¢gTSS/L for
WWTP#1 and WWTPH#2, respectively. Figure 1 shows that
detectable metal concentrations in RAS ranged over 6 orders of

elements (Na, Ca, P, K, Mg, Fe, Al) to 10'-10° ug/kg dry wt. been used to describe relationships between metal accumu-
for others (Dy, Yb, Er, Eu, Ir, Tl, Ho, Re). For additional lation on wastewater biosolids and in soils amended with
reference, phosphorus accounted for ~3% of the dry weight of biosolids.””~”* Thus, it is possible that both ionic and colloidal
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Figure 3. Enrichment factor of elements in biosolids from EPA biosolids mega-composite groups, two Arizona WWTPs and 50th percentile
occurrence data from a previous study on a subset of samples. EF calculated relative to Al. (error bars for “Stevens” data show 10th and 90th
percentile values for a prior study;>* other error bars show two standard deviations around a mean from replicate digested and analyzed samples (1 =

3to5)).

or particulate forms of metals accumulated in the biosolids. To
explore this, we imaged submicron sized metals in biosolids
(presented later).

The calculated Ky, values are only for the activated sludge
unit process. Settled solids are further processed using
dewatering systems (e.g., belt filter presses, centrifuges; see SI
for a typical process flow diagram) and sometimes include
anaerobic digestion where the volume of biosolids is lowered to
reduce the cost of hauling and disposing biosolids off-site (i.e.,
transportation and tipping fees). Liquid waste streams from the
dewatering systems and anaerobic digestors are usually
returned to the front of the WWTP treatment train. To
understand these processes, we examined solids handling at
WWTPs that use anaerobic digestion followed by dewatering.
Across these processes, the total daily mass flux of one element
(Ti) into the biosolids processing facility was 5.6 X 10° g Ti/
day. Titanium was selected to monitor because its aqueous
solubility is quite low in natural waters.”* A large percentage
(84%) of the titanium entering the solids processing ended up
in finished biosolids, while 4.5%, 4.5%, and 7% of the titanium
was accounted for in gravity thickener liquid, belt filter press
thickener liquid and centrifugation liquid, respectively.
Although titanjum likely occurs in mineral forms (anatase,
rutile, brookite, silicates) with low solubility, this analysis
indicates that metals are retained within biomass as they are
further processed into biosolids. For more soluble minerals and
elements, return of liquid flows containing these metals to the
front of the WWTP will again allow distribution onto biomass
during activated sludge treatment.

Elemental Composition of Biosolids from Local
WWTP and EPA Mega-Composite Biosolids Samples.
The concentrations of regulated metals (As, Cd, Cr, Cu, Pb,
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Mo, Ni, Zn) in the WWTP#1 biosolids (10, 3.6, 36, 436, 24,
7.8, 28, 620 mg/kg, respectively) are roughly 10-fold below
ceiling concentration limits for biosolids intended for land
application based upon EPA Section 503.13 (75, 85, 3000,
4300, 8400, 75, 420, 7500 mg/kg, respectively); mercury (Hg)
was not analyzed and Se was below our detection limits. The
rank order from higher to lower concentrations (Zn > Cu > Cr
> Ni > Pb > Cd) of these regulated elements is consistent with
trends reported elsewhere for biosolids.” To fill data-gaps
where more information is needed for Ba, Mn and Ag,73 their
concentrations in WWTP#1 biosolids were measured as 275,
1500, and 17 mg/kg, respectively. SI Table S-2 shows that
elemental concentrations in the biosolids from WWTP#1 are
similar to those for the five EPA mega-composites and the 50th
percentile concentrations for a subset of elements reported™” in
biosolids collected from across the U.S. We observed relative
concentrations of trace elements similar to those recently
reported for sewer sludge ash after incineration.”®

To improve our understanding of element occurrence in
biosolids, a geochemical analysis strategy was employed that
normalizes observed element content to element content in the
upper continental crust.”” Enrichment factors (EFs) are
obtained by comparing the abundance of a given trace element
in the biosolids relative to that same trace element in a
reference material. Specifically, the EF of an element (X) is
often calculated relative to the average composition of upper
continental crust (UCC)”® using Al or Fe as the reference
element (R) where EF = [X/R]/[X/R]lycc. The EFs of
selected elements relative to UCC77P using Al as the reference
element are shown in Figure 3, with the x-axis presenting
elements in order of atomic mass (low to high). An enrichment
value of unity suggests the ratio to aluminum of that element is
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Figure 4. SEM images showing morphology of colloidal and particulate-sized inorganic materials in EPA mega-composite biosolids samples.
Elemental composition was determined by EDX analysis during SEM.

the same as in crustal material (e.g., soil, dust). Hence under
the assumption that the main aluminum source in wastewater is
crustal material, this means the element also comes mainly from
crustal sources like soil dust. Elements with EF > 10 suggest
that there are other sources (i.e., anthropogenic sources) for
that element. This approach is commonly used to apportion the
sources of trace metals in atmospheric aerosol studies.”” No
element shows consistently an EF < 1, which tends to support
the premise that the main source of aluminum in WWTP
biosolids is crustal (soil dust). This is further supported by the
rare-earth elements (REE) and several minor metals (Y, La, Ce,
Pr, Nd, Pm, Sm, Eu, Tb, Dy, Ho, Er, Tm, Yb, Lu) showing a
ratio close to UCC. While REE and minor metals have
industrial applications, it appears that a substantial part of
crustal soil material is present in WWTPs (likely because of
urban runoff/stormwater or other sources) and implies the
industrial sources are small and nearly negligible. A few
exceptions occur, such as gadolinium, which is used as a
contrast agent in medical diagnostics and shows a slight
enrichment.**™%*

Phosphorus is highly enriched (EF > 100), suggesting its
noncrustal sources (e.g., anthropogenic sources such as foods,
industrial acids, etc.). Phosphorus has a high K, (Figure 1),
indicating that bacteria accumulate P present in wastewater.
Likewise, biosolids have long been recognized to concentrate
(i.e., higher K, values) toxic metals (e.g, Cu, Zn, Cd, Ag, Sn,
Pb), and EFs for these metals exceed unity due to their uses in
industry. Calculated EF values for biosolids collected in 2012 at
the two Arizona WWTPs and the five mega-composite samples
align well with values calculated using concentrations for a
subset of metals reported in the literature (e.g., ref 35 as labeled
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in Figure 3). By expanding the suite of metals analyzed, we are
among the first to show significant EFs in biosolids of most
platinum group elements (i.e, Ru, Rh, Pd, Pt), which have
likely sources including catalytic converters in cars that
dominate their sources into the environment.”> Some of the
elements for which we could calculate partition coefficients
onto biomass have Ky, values >100 (Figure 2). Despite having
EFs near unity, indicating they likely have origins in crustal
materials, several of these REEs and minor metals (Eu, Sm, Sr,
V, W, Cr, Gd, Mo, Mn, Sb, Ir) with detectable liquid phase and
biomass concentrations have K, values greater than unity. This
suggests that these elements accumulate in biosolids during
biological wastewater treatment. Some elements (e.g.,, Mo) may
be critical trace nutrients for bacteria, while other elements may
be present in ionic forms or insoluble particulates that
accumulate on the surface of suspended bacterial biofilms.
Electron Microscopy Analysis of Biosolids. To explore
possible sources of these elements into the wastewater system
from sources other than natural “dusts” or soil (i.e, EFs > 1)
and to consider potential biological, physical or chemical means
to recover the elements from biosolids, we analyzed the
morphology of metallic objects in the biosolids. After
conducting SEM-EDX analysis of dozens of samples, we
identified numerous metallic and metal oxide colloids ranging
in size from <100 to 500 nm (Figure 4; SI Table S-3). Several
objects were composed of aggregates containing primary
particle sizes <100 nm. Some objects appear to be incidental
nanomaterials (NMs). For example, particles containing tin
appear teardrop-shaped in Figure 4 and may have been tin-
based solder hydraulically sheared from piping. Some colloids
occurred frequently in the biosolids samples (e.g., TiO,), while
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colloids composed of other elements (e.g, Au) were only
observed in one or two samples. Titanium oxides were found
easily in nearly all samples, with morphologies and sizes ranging
from those similar to food grade TiO, found in toothpaste to
micron-size material found in paints.**" Silica oxides were
found in forms representing both clays and zeolite structures,
where the latter is used in some foods and washing
detergents.”® ™" Lead and silver sulfides were far less frequently
observed than TiO,. Sulfide forms of metals can readily form
within activated sludge systems due to bacterial reduction of
sulfate and low solubility of many metal sulfide materi-
als.”*”*™ Gold- or platinum-series containing particulates
were also observed and could result from discharges into sewers
from mining, electroplating industries, electronic and jewelry
manufacturing,” industrial catalysts, or automotive catalysts
present in stormwater that enters sewers.”’~"” Tantalates are
also widely used in electronics, in part to form protective oxide
layers on surfaces. Many elements with EF > 10 were visualized
as colloids within biosolids using electron microscopy.

Rather than hunting for individual colloidal-scale objects in
samples prepared on electron microscopy stubs/grids, we
attempted to employ elemental mapping across a grid area.
This works well to locate larger-sized or high-abundance
particulates in fairly clean samples but proved less useful in
“locating” nanoscale particles while processing our samples
because the latter contains so little elemental mass for the
existing EDX technology to identify and quantify. Elemental
mapping helped locate nanoscale TiO, (confirmed by atomic
ratios of titanium and oxygen from EDX) in or on what appears
to be clay that contains Si, Fe, Al, and traces of Ce (SI Figure S-
1 and S-2). Elemental scanning for rarer elements like silver
necessitates searching large areas; low signal intensity was
observed, indicating few concentrated regions of Ag, which
signify silver nanoparticles or suggest that Ag is distributed
across the biomass (i.e., ions sorbed to biosolids materials).
Emerging research debates the implications of nanosilver,
titanium dioxide, zinc and gold on plants receiving land applied
biosolids or runoff from such lands; far less data or
identification exists for other nanoscale materials that may be
toxic or exhibit catalytic properties.

Despite decades of research on metals and biosolids, this
electron microscopy work is among the first, to our knowledge,
to present and discuss the morphology of colloidal-size inert
solids in biosolids. The morphology may be very important in
understanding why some elements accumulate in biosolids (i.e.,
Kp> 1). The presence of submicron sized particles composed of
regulated, toxic metals in biosolids is not surprising but may be
important in understanding the mechanisms for removing
metals at WWTPs. The common explanation and models for
removal of toxic metals by biological processes at WWTPs view
metals as being present as mostly ions. Models exist for
speciation of metal ions into various aqueous species, and
surface sorption binding models exist for such species onto
wastewater biomass.'’’”"°° The presence of nonionic forms of
metals may help explain some of the variability in metal
removal at different WWTPs.'”” Thus, it is possible that
previous conceptual approaches for metal sorption to biomass
may have oversimplified distribution of metals with biomass by
only considering ionic species. It is likely that colloidal forms of
metals behave differently than ions where colloids are taken up
by cells or involved in aggregation with biological colloids and
cells.
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Integration of ICP-MS Concentration and Electron
Microscopy Characterization of Elements in Biosolids.
Data from ICP-MS and SEM/TEM/EDX were interpreted
together to determine the probability of finding metal-based
nanomaterials in biosolids samples by electron microscopy. The
dry mass data (ppm; mg element/kg biosolids) can be useful in
estimating the probability of finding physical objects. For
example, we find many iron oxides and calcium phosphates
colloids in biosolids by electron microscopy because their metal
contents are very high in biosolids (e.g., S5 000 ppm Fe, 35 000
ppm of Ca). Titanium (1500 ppm) is readily found with
silicates or as TiO, in biosolids. Colloids containing copper
(400 ppm) and silver (15 ppm) are found less frequently.
While we periodically found colloids containing palladium (0.3
ppm) or gold (0.3 ppm), we rarely found colloids containing
yttrium (2 ppm), neodymium (1.9 ppm) or dysprosium (0.3
ppm), which are commercially available and used as oxide
nanopowders. Based upon mass concentrations it should be
more likely to image titanium- than silver- or gold-bearing
particulates when “prospecting” in biosolids using electron
microscopy. This premise was analyzed in detail (see SI) and
lead to an important conclusion. The likely occurrence for TiO,
or a metal-bearing particulate to be present in an electron
microscopy stub area of 1 yum? follows the following trend from
higher to lower probability of locating: TiO, > Ca > Fe > Zn >
Al > Ba > Cu > Pb > Ag > Sb > Au. The probability of finding a
silver or gold submicron particle is on the order of 10° or 10°
times lower than finding a TiO, nanoparticle, respectively. The
fact that we observed any in our SEM work is somewhat
fortuitous.

Economic Value of Metals in Biosolids. Approximately
60% of U.S. biosolids are recycled and applied to agricultural or
forest lands that benefit from the nitrogen and phosphorus
content, but the rate and long-term application amount to
individual fields can be limited by the presence of metals.”>"""
The other 40% of biosolids are disposed in landfills or
incinerated, with the ash deposited to landfills. Recyclin§
options for N and P from biosolids have been proposed,
where nutrients can be separated from metals and organics in
the biosolids. The question arises: what is the economic value
of these nutrients relative to other metals in wastewater
biosolids?

This question was investigated using the metal concen-
trations for the mega-composite biosolids samples (SI Table S-
2) and the spot market price of purified metals (SI Table S-4).
Prices are intended to be more comparative than absolute.
Annual per capita production of biosolids is on the order of 26
kg/person-year.'””""* Analysis was performed for a community
with a population of 1000000 people (~28 600 dry tons of
biosolids per year), and the resulting economic potential is
illustrated in SI (Figure S-3 and Table S-4). For this
community, the estimated value of metals in the biosolids
could approach $13,000,000 per year ($460/ton) with greater
than 20% of the value accounted ($2,600,000 per year) for by
gold and silver. These commodity prices represent high purity
elements, so it would take considerable energy and cost to
purify these biosolids. Gold ore grades range from 0.3 to 80 g
per metric ton (g/t), and the biosolids measured here contain
gold ranging from 0.3 to 0.6 g/t which is in the range of values
reported elsewhere of 0.2 to 7 g/t°" It is noteworthy that
phosphorus, which is the focus of many wastewater recovery
systems, has a relatively low economic value ($57,000/year).
Some of the elements may create misleading total values of
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Figure 5. Relative potential (y-axis) for economic value from biosolids for the top 30 elements based upon a community of 1000000 people
producing 26 kg/person-year of dry biosolids. Gray bars indicate elements considered potentially toxic for land application and have dry weight
concentration limits on their land application regulated by the Part S03 Biosolids Rule.

elements in biosolids. Prime examples are rubidium (Rb) or
lutetium (Lu), which are approximately five to six times more
expensive than gold and are among the most expensive of the
REEs. Rb and Lu concentrations in biosolids are quite low,
have an EF near unity, and because of the low Lu concentration
in wastewater, their K could not be determined; Rb has a log
Kp of 3.0. Thus, the potential economic value of such
nonenriching metals may be misleading in that it cannot be
easily extracted in practice (SI Figure S-3).

The most promising elements to recover from biosolids
would have high potential economic value (based upon cost of
element in a purified form ($/kg), high concentration in
biosolids (mg/kg)), high EF values indicating the element is
used in anthropogenic products or processes, and a high Kj
value indicating the ability of biological processes in WWTP to
accumulate the element. Thus, for each element we developed a
“relative potential for economic value from biosolids”
parameter (Kp X EF X $Value). Figure S shows this parameter
for 30 elements having the highest values. This analysis may
help in prioritizing elements to obtain more information on
their occurrence in biosolids, assess potential chemical
processes to recover the elements, and assess market needs
for their purity. Given the observed presence of many metals in
the form of particles rather than ions in this study, this
speciation may play an important role in resource recovery.
Based on our analysis, the top 13 most attractive elements to
recover from biosolids are Ag, Cu, Au, P, Fe, Pd, Mn, Zn, Ir, Al
Cd, Ti, Ga, and Cr. Several of these are part of identified energy-
critical-elements (Ga, Pd, Ag, Ir) or critical elements for food
systems (P).""" ™" For a community of 1000 000 people, the
economic value of recovering these elements could be on the
order of $8,000,000 annually or less, depending on the recovery
yield. As can be seen from Figure 5 (gray bars), recovering
elements with a high relative potential for economic value
would also address concerns over the toxicity of these biosolids
constituents. Thus, recovering metals could be an economic
and environmental win-win scenario.

The total cost of biosolids treatment is on the order of $300
per ton, which includes anaerobic treatment and thickening etc.
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to reduce the water content to roughly 20% solids, plus
additional disposal costs for land application. The economic
value of biosolids if all the elements were recovered in adequate
purity is estimated to be on the order of $100 per dry ton. Per
capita wastewater production in the U.S. is declining due to
increased water conservation measures, but the per capita
pollutant loading is expected to remain stable, thereby resulting
in higher strength wastewaters. Consequently, the metal
concentrations in biosolids may increase in the future, which
would complicate land application but would work in favor of
resource recovery from biosolids. There may come a tipping
point when the costs to recover or sell biosolids based upon
their resource value will be a more economical and sustainable
avenue than land disposal. While it may appear tempting to
reverse industrial point-source discharges into sewers because
this could increase the value of recoverable metals in biosolids,
the authors believe that separation and recovery closest to the
point of use and discharge probably holds the most
environmental benefit and opportunities for reuse. It is possible
that regional differences may exist in the metal concentrations
that contribute to the relative potential for economic value from
sewage sludge or biosolids, and future research should
understand the existing spatial differences and consider how
these may change in the future. Added environmental benefits
would result as well because biosolids contain a suite of organic
pollutants that threaten the health and safety of soils receiving
land applications of biosolids (i.e., biosolids as soil amend-

13,17,114,115
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Details on mega-composite sampling, digestion and analysis is
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